FEA of Structural Silicone
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Future of skyscrapers
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Insulated Glass Units

What is an insulated glass unit ?
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Cold Bent Glass

What is cold bent glass ?
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Consequences of Cold Bending of Glass

Cold bending of glass puts the structural silicone in a state of stress
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Purpose of Talk

A Organic shaped skyscrapers is the fuiuhecentive for cold bending
A What is an Insulated Glass Unit

A What is meant by cold bending of glass

A What is Structural Silicone (Glass)

A What happens to the structural silicone in cold bending

Can the structural silicone hold the cold bent glass in shape ?

If the average stress is < 1.00 psi !
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